


국제 규격

지역규격

국가 규격

단체 규격

사내 규격

ISO 규격

IEC 규격
빈 협정 TBT 협정

국제 정합화

국제 규격

국가 규격

단체 규격

사내 규격

ISO 규격

IEC 규격

EN, ACMC

KS, JIS

빈 협정 TBT 협정

국제 정합화

콘크리트구조설계기준, 콘크리트표준시방서

토목공사표준시방서, 건축공사표준시방서 등

국제 규격

지역규격

국가 규격

단체 규격

사내 규격

ISO 규격

IEC 규격
빈 협정 TBT 협정

국제 정합화

국제 규격

국가 규격

단체 규격

사내 규격

ISO 규격

IEC 규격

EN, ACMC

KS, JIS

빈 협정 TBT 협정

국제 정합화

콘크리트구조설계기준, 콘크리트표준시방서

토목공사표준시방서, 건축공사표준시방서 등

CEN ISO 일본공업 표준조사회(JISC)

CEN / TC51 ISO / TC74

지난 35년간

심의 없음

1998.8 설치

ISO / JTC74

ISO 679
ISO 680
ISO 863

ISO 9597

시험규격제정

EN 196 -1

EN 196 -2(21)

품질규격제정

EN 197-1
EN 197-2

?

빈협정 TBT협정

시멘트에 관한

본격적인 심의

JIS R 5308-1998

JIS R 5210-1997
JIS R 5211-1997

JIS R 5201-1997
JIS R 5202-1999

시멘트의 품질규격 ,                            
시험규격 , 관련규격 정합화

EN196을 근거로
시험방법에 관한 ISO 
규격으로 채택 예정

CEN ISO 일본공업 표준조사회(JISC)

CEN / TC51 ISO / TC74

지난 35년간

심의 없음

1998.8 설치

ISO / JTC74

ISO 679
ISO 680
ISO 863

ISO 9597

시험규격제정

EN 196 -1

EN 196 -2(21)

품질규격제정

EN 197-1
EN 197-2

?

빈협정 TBT협정

시멘트에 관한

본격적인 심의

JIS R 5308-1998

JIS R 5210-1997
JIS R 5211-1997

JIS R 5201-1997
JIS R 5202-1999

시멘트의 품질규격 ,                            
시험규격 , 관련규격 정합화

EN196을 근거로
시험방법에 관한 ISO 
규격으로 채택 예정



Concrete structure

EN 206-1
Concrete

ENV 13670-1
Execution of

Concrete structures

EN 1992(Eurocode 2)
Design of 

Concrete structures

EN …
Standards for precast concrete 
products

EN 12350
Testing fresh
Concrete
EN 12390
Testing hardened
concrete

EN AST
Assessment of concrete 
strength in structures

EN 12504
Testing concrete in structures

EN 197
cement

EN 450
Fly ash for concrete

EN 13263
Silica fume for concrete

EN 934-2
Admixtures for concrete

EN 12620
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Mixing water for concrete
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